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[571 ABSTRACT

A joint compound, having crack resistance substantially
equal to joint compounds containing mica, wherein the
mica has been replaced by low length to width ratio
gypsum crystals formed by the hydration of calcium
sulfate to calcium sulfate dihydrate, particularly crys-
tals formed in the presence of citric acid.
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